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TPOAGLIILERY Ruian Tianyu Machinery Co., Ltd.
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Purchaser: fEERTIRE (L) HRAA MAT. CERT. N°.20250110-03-T
LB DATE :2025.01.10
e of Material F316/F316L N .
paeuliiee 7 R OIE BB Material Test | ZHE#&E , \
&ﬁ*fj‘& ASTM Al 82'21 . . delivery e Processed
Specification Cert 1 fl Cate (EN 10204 3- 1. ) state
TIATF16949/ approved 7= _
Product B Forgings
CLIENT: JC Catagory
A % ik 4+ Chemical Composition (%)
»s ‘TR C Mn Si S P Cr Ni Mo Cu \Y4 Nb N
Furnace number | Smelt Method e o b | <0.03 <2.0 <10 <0.03 <0045 | 160180 | 10.0-14.0| 2.0-3.0 / / / <0.10
.02 1.2 .61 K . . . . .
K2108 VODC RBEPA 0.0 0.6 0.022 0.033 16.3 10.05 | 2.03 0.033
A TR I EHE Test Result
H % Tensile Test (K IEFRHEStandard ASTM A370) iR Impact Test(H#EAR#EStandard ASTM A370)
BORR | i | goiot
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Size of Sample Temp TS YS E.L RA Hardness Temp Size of Sample l\f(l:tch =604 Inspection
D(mm) L(mm) SREES.D (z’[l’a) (i’[Pa) (%) (%) HB
R.T ol s =L =l =2 -50°C 10%10%55 v 62/70/66 kil
D12.5 50 : — 526 219 51 61 145/145/145 qualified
7 & W 2 Product P 4b 3 T2 Heat Treatment Process
TR b ae) TR s )
Order No Furnace number Part Descritption Drawing number MAE  Spec HEQTY #AL LS Heat NO.
STOCK K2108 I ¢ 0800-25-01 DN25 100 #4b 38 F 3 Date
STOCK K2108 & 55 0802-25-02 DN25 260 AL ESR Requirement [ ¥ Solution
F+i& Warming 1050°C
B} [8] Time
{£{E Holding
B} [8] Time
¥ #1Cooling "
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