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Ruian Tianyu Machinery Co., Ltd.

p-9ak4 NI ™ s = DIN 50049 — EN 10204 — 3.1
purchaser: FIZEMIIHIE (Rl AIRAE MAT. CERT. N°.20260123-05
MREFR DATE :2026.01.23
Name of Material: A 1 05 ﬁ ﬁ ‘iE E :FB . 1 iﬁ’{ﬁﬁ
PAThRAE ASTM 105 -14 Ui B L. Materla delivery [/ Processed
Specification Test Certificate (EN 10204 3.1.) state
TATF16949/ approved S ) ‘
Product A Forgings
CLIENT JC Catagory
At % B 43 Chemical Composition (%)
) Yetyigae Mn Si S P Cr Ni Mo Cu \Y Nb N
Furnace number | Smelt Method FREMS.D [ <025 | 0.60-1.35| 0.15-0.30 | <0.04 <0.035 <0.30 <040 | <012 | <040| <0.08 < /
0.19 0.9 0.2 0.01 0.026 0.06 0.012 | 0.012 | 0.05 0.002
23D16 vODC RIMEP.A
R EAE Test Result
HrfHiRIE Tensile Test (K HEF#1EStandard ASTM A370 ) R Impact Test(fK 5 #R#EStandard ASTM A370) SRR
SRR R Sittob | EMes: | EM%s | Wekige B wwmm|  wes | RUB  | Visal&Dim
Size of Sample Temp TS YS E.L R.A Hardness Temp Size of Sample l\iltl:tch AKV Inspection
D(mm L(mm _ MPa MPa % % HB
(mm) (mm) psn P | P [ o) | ) o
R.T 485 =250 =22 =30 <187 229 / / 33-41-37 =1
/ / RGEPA| 516 325 32 52 148/140/145 144 qualified
72 &b N % Product $u4b B T 2 Heat Treatment Process
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Order No Furnace number Part Descritption Drawing number Spec QTY b5 Heat NO.
4925-23 23D16 [13E% 0800-32-01 800# 10 #uab 3 H A Date
4925-30 23D16 i) 5 0800-32-02 800# 20 AL FE R Requirement 1E K NORMALIZED
4844-29 23D16 & 0800-50-01 800# 15 ¥ kQuenched e
4844-39 23D16 & 55 0800-50-02 800# 30 B} 8] Time
[5] ‘K Temper '_ VA
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According the material meets customer requirements or specification PS04/I1 Rev.9. According = . Jm N N
material meets material standard. According material meets requirements of NACE MR0175/103. ﬁ%m %}F‘Eﬁ ﬁ*z mﬁx 1 E~L\
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