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address DATE :2025.3.6
L& JEMR2E Zhejiang Haofeng Valve Co.,Ltd. oo
Tk RERILEIBE Mei Yuan Village,Oubei Town,Yongjia )I:I $ MATERIAL TEST CERTIFICATE LS:E?\‘?E‘-J/CEPPWVE"
County,Zhejiang i
e FIBAIHE (L8) SHAE s 2083-1/1967-1 i F316/F316L RRIRES ASTM A182-2017
Customer JC turing Group (St hai) Co., Ltd. Order No. Material Specification
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Max 0.03 2.00 1.00 0.030 0.045 | 18.00 | 15.00 3.00 0.10 /quﬂE{EA:/\II ! .J
Heat No. Part Name Qty 2170 | 2485 | 230 | 250 vg: VN <235
Min 16.00 | 10.00 | 2.00 1 2 3
N25AT-S4 [SEAT/6060TB0O50SA 4 0.02( 1.02 0.34 0.001 | 0.038 | 16.14 | 10.10 2.03 0.03 282 583 63 79 / / / 151
N25AT-S4  BALL/B125R60 4 0.02| 1.02 0.34 0.001 | 0.038 | 16.14 | 10.10 2.03 0.03 282 583 63 79 / / / 151
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hbham [OIEXNormalize P ] O &&PT B AXIRERSINT:
here applicable, refer to associated NDT report
Heat Treatment SEx Ml NDT o w
Hi#XQuench R ) MT No. as following:
OEXTemper 0O 9% RT
mEESolution EYP 1050°C 2.0H 7Ki& Water-Cooling O &8s uT
3tk | Delivery State |BANT  Has Been Processed HETE Manufacturing Technology L3 forging
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We hereby certify that the material was manufactured, sample tested and inspected in accordance with the material specification and customer requirements,and was found to meet the requirements.
According the material meets customer requirements or specification PS04 I1Rev.9 ;
According material meets material standard ;

According material meets requirements of NACE MR0175/103 ;
Some other special requirement.
The test report shall not be reproduced except in full, without the written approval of Zhejiang HaoFeng Valve Co. Ltd.
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