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TSR IERAE Zhejiang Haofeng Valve Co.,Ltd. L
HRT&KEBRRILEISER Mei Yuan Village,Oubei Town,Yongjia o $ MATERIAL TEST CERTIFICATE ::SI.?EE:\?::-[ J/caPPI'OVed
County, Zhejiang :
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Customer JC Manufacturing Group (Shanghai) Co., Ltd. Order No. 5177/1/2-5412/1/2 Material Specification
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Jrst= BHERRES: e HFBEE Chemical composition(%) YS ﬁ?ﬁﬁfg Elongatio | Reductio HERE Temp. - TR
= PRES _ , . RpO2Mp| (o | n 50°C HB
TR C Mn Si S P Cr Ni Mo N 2 P \sommes)| @)
Max 0.03 2.00 1.00 0.020 0.030 | 23.00 | 6.50 3.50 0.20 /isﬁ{.EAl;/\lli';.J
Heat No. Part Name Qty 2450 | 2620 >20 245 9 . <290
Min 21.00 | 4.50 2.50 0.08 1 2 3
T2507254-S14 | BALL/6060TB080B 1 0.022| 1.06 046 | 0.001 | 0.026 | 22.59 4.96 3.05 0.16 535 699 59 75 232
T2507254-S14 | SEAT/6060TBOSOAM 2 0.022| 1.06 046 | 0.001 | 0.026 | 22.59 4.96 3.05 0.16 535 699 59 75 232
T2507254-S14 | BALL/6060TB150B 1 0.022| 1.06 046 | 0.001 | 0.026 | 22.59 4.96 3.05 0.16 535 699 59 75 232
T2507254-S14 |SEAT/6060TB150AM 2 0.022| 1.06 0.46 | 0.001 | 0.026 | 22.59 4.96 3.05 0.16 535 699 59 75 232
T2507254-S14 |BALL/B15BAS 5 0.022| 1.06 046 | 0.001 | 0.026 | 22.59 4.96 3.05 0.16 535 699 59 75 232
T2507254-S14 |SEAT/AMO0153515 10 0.022| 1.06 046 | 0.001 | 0.026 | 22.59 4.96 3.05 0.16 535 699 59 75 232
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HphEE AIEXNormalize Pl O && PT 1EFR AEXIRERSIT:
Heatl‘:lzreatment - NDT — where applicable, refer to associated NDT report
MK Quench A 8k MT No. as following:
AEXTemper H Sy RT
mEYASolution EgP 1050°C 2.0H 7Ki& Water-Cooling O #8/& UT
ez | Delivery State |EfIT  Has Been Processed HETZ Manufacturing Technology R forging
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We hereby certify that the material was manufactured, sample tested and inspected in accordance with the material specification and customer requirements,and was found to meet the requirements.

According the material meets customer requirements or specification PS04 I1Rev.9 ;

According material meets material standard ;

According material meets requirements of NACE MR0175/103 ;
Some other special requirement.
The test report shall not be reproduced except in full, without the written approval of Zhejiang HaoFeng Valve Co.,Ltd.
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